TUVNORD

TEST REPORT

it & % *7/Reference No. : TRHZ1011059

F L/
Applicant ;
i fik/
Address :

[ #i/Date : Nov. 16, 2010 T i%/Page No.: 1 of 6

B FIA S AT R 2 5l

XUANCHENG FUMEIDA NEW MATERIALS CO., LTD.

TR EHW AL Dk A2 6 5/

NO.6, DONGSHAN ROAD, NORTH DISTRICT INDUSTRIAL PARK, XUANCHENG CITY,

ANHUI PROVINCE.

The following merchandise was (were) submitted and identified by the client as:

RS A8

Name Of Product : Wood-Plastic composites board

RS/ DEKO001

Test Model :

TR s T FS DEK0O1

Sample Lot No :

R Bamboo powder, PE plastic and additive

Main Material :

Hell B 2010/11/08

Sample Received :

Far i) Fa ) 2010/11/08 - 201011115

Test Periad.

i, TRy RERdRaL, W, R, TS, SRR R 2 LR ) S 4

Test Reqguest To determine the Pb. Cd, Hg, Cr(Vl), PBEEs & PEDEs content of the submitted sample.

WA EZWNFR. /

Test Method Please refer to next page(s).

& i R TABT IR AR AR 1 L AN RR IR o HSHT 2002/96/ECELE 5 4k T 15 4

Conclusion : T
Based on the analysis on the submitted sample, the results do not'exceed the RoHS
Directiva 2002/95/EC and itssubsequent amendmentis.
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TUV NORD

R0 B R % L& IGPSC Manager/

ORD(Hangzhou)CO.,LTD.
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50 Jivhuan Read, Jianggan District, Hangzhou,China,31001%
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Kilig R/TEST RESULTS:
ERRA
&
No W Mptie | AR | WMERT | ) e
g Test Items Methods Val
(mg/kg) | (mglkg) alue
(mg/kg)
1 Hi/Pb 2 N.D. 1000
2 F/Hg M1 2 N.D. 1000
3 f/Cd 2 N.D. 100
4 AN ERIGEV) M2 2 N.D. 1000
- ¥ Monobromobiphenyl (MonoBB) M3 5 N.D. —
i __ L% #</Dibromebiphenyl (DIBE) 5 N.D. -
= R # Mribfomabiphenyl (TriBB) 5 N.D. -
P ;8 ¥ e Tetrabramaobipheny| (TetraBE) 5 N.D. i
F. 5453 /Pentabromobiphenyl (PentaBB) 5 N.D. -
| #3¥ 1#%: /Hexabromobiphenyl (HexaBB) 5 N.D. -
Bifiii %/Heptabromobipheny! (HeptaBB) 5 N.D. -
)\ /O ctabromobiphenyl (OctaBe) 5 4 #bp —
1L EC % /Nonabromobiphenyl (NonaBE) af : N.D, ‘ -
}-i5U 4/Decabremobiphenyl (DecaBR) | 5 SRRV (N>
iR S A Total PBBs sum of above - N.D. 1000
— LI # B#/Monobromediphenyl ether 5 i
(MonoBDE) A y . © J -
- j§LI% 4 ®#/Dibromodiphenyl ether (DIBDE) 5 N.D. d
— I # & Tribromodiphenyl ether (TriBDE) 5 ml ND.
U L1 4 &t/ Tetrabromodipheny! ether i B
(TetraBDE) ) e
T % B /Pentabromodiphenyl ether | % N
(PentaBDE) ' - -
75 i # i /Hexabromodiphenyl ether . ND
(HexaBDE) - -
-1 if 5 #: & /Heptabromodiphenyl ether g G
(HeptaBDE) s
J\ i ¥ #F#/Octabromodiphenyl ether g G
(OctaBDE) =
L 36 HE v B iINonahromadinhanul athar g Ky
>3 /TUVNORD(Hangzhou)CO.,LTD. Member of TOV NORD Group
= TUVNORD| .
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(NonaBDE)

+ L1 A B#/Decabromodiphenyl ether
(DecaBDE)

LR SRR i Fl/Total PBDEs sum of
above

HE/Remark: *fH 15 b B RS HLL 1L 2002/95/EC(RoHS) LL & J5 4% [E 45 4 2005/618/EC
The maximum permissible limit is guoted from the document 2005/618/EC amending
RoHS diregtive 2002/95/EC.

5 N.D. -

- N.D. 1000

&H¥/MNote: 1) “<"= EHIHIHLE Not Regulated.

2) AND. & EEilll, 7 777k 1 [ /Not detected, less.than MDL.

3) M1 ZH{IEC62321:2008, F MRS S B (58 g (aiT Mz .
As per [EC62321:2008 , Analysis was performed by ICP-AES.

4) M2: =t IEC62321:2008, FHIBHF— ] WLorEeRE (178l = .
As per IEC62321:2008, Analysis was performed by UV-Vis.

5) M3: ZHi| IEC62321:2008, T/ TiTfa1E— i I TR 0EET I =,
AsperlEC62321:2008 , Analysis was performed by GC-MS.

6) “HhiRdlThe sample was mixed test,

FUR 6 #5348/ Test Part Description: £0£: 4 7 {i/Red \Wood-Plastic composites board

rererseeeeeee S P To be continued..... .. .. %
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2 E/FLOW CHART

1.Pb. Hg. Cd #ii&/Test for Pb. Hg. Cd Content

FRREIFH R T e [i 1A B A B E TS
1 i Weigh sample l:> it /Add suitable :> /Digest samples
and place ina digestion acid in the completely In Microwave
digestion digestion vessel. digestion Oven.
3 At des : L.
Y ¢  Glke=Ng " (! digestive Solution into a
by ICF-AES. Deionized water. ; :
suitable Volumetric flask.

FEan il 41 /Sample Matenal | it {k #:/Digestion Acid

5. IIGlass | HNOYHF

M i/Plastic | H2S04, H202, HNO3, HCI

H ¢ /Others ImAH S RIERIH Ay acid to total
digestion.

vereansenensss T PULITO be continued... ....... o0
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2. Afiré Cr (VD) #if/Test for Chromium (VI) Content
o — AT W4 e e BEHHEE UV-Vis:

FREE IR 008 TPk AR 55 SR B ) It Ve, FHIEHLR pH iR
2 h MWeigh sample ::) IAdd appropriate amount of :> % 7.5 + 0.5 /Cool, filter
And place in a digestion reagentand then adjust the pH of
flat-bottomed bottle. | heating. the filtrate to 7.5+ 0.5.
= wy F T pH NS MR BEE —HFRRAR
_‘; ;f meisz:r B ¢— 2.5+0.5¢ HER FES <:| A #F FlifMransfer
{Adijust the pH of the the filtrate into a suitable
absorbance at 540nm ) i .
8 Ovis. solution to ?.5 + ?.5 and volumetric flask then add
make up with deionized diphenyl- carbazide.
water.

3. ZRE/Test for PBBs&PBDEs Content

PRI R T 2K % A7 L R AT AR

ffith/Weigh sample in :> [Extracted with :> /Concentrate

a Spherical bottle. organic solvent, extracted\solution.
|

J

GC-MS {25#7 HERIIE = ek AR E AR
/Analyze by GC-MS. | < | Make upwith organic | &&= | #stTranster the
solvent, extract into a
volumetric flask.
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