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Client: Liveon Industrial Co., Ltd

Address: No. 46 Yudong 6 Road, the 4th Industrial Estate, Yangdong, Yangjiang, 
Guangdong, China

Attn.: Mr. David Chen

Sample Description: Maple Wood Board

Model No.: 441357

Country of origin: China

Exported to: U. S. A

Sample Received 
Date:

2018-06-22

Test Period: From 2018-06-22 to 2018-06-27

Test Requested: Test for compliance with U.S. F.D.A. C.F.R. 21. Part 178.3800 (for Wood 
in contact with food)

Test Results: Refer to following page(s)

Conclusion:  The submitted sample 001 was found to comply with the respective 
requirement(s) for the tested item(s) as specified in U.S. F.D.A. C.F.R. 
21. Part 178.3800 for Wood in contact with food.

Remark: The result relates only to the items tested.
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1. TESTED SUBJECT DESCRIPTION

Sample 
Number Item Name Tested Material 

Description Photo

001 Wood Natural color wood 

****************
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2. TEST RESULTS
2.1. TEST FOR COMPLIANCE WITH U.S. F.D.A. C.F.R. 21. PART 178.3800

Result [mg/kg]
Test Item

Sample 001
CFR Specifications  

[mg/kg] 

Pentachlorophenol < 5 50

Note:
－ “mg/kg” denotes milligram per kilogram foodstuff
－ “<” denotes less than
－ Specification is quoted from U.S. F.D.A. C.F.R. 21. Part 178.3800
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