Sichuan Besda Technology Co., Ltd

FDA TEST REPORT

Product Name: Bread Banneton Proofing Cane Basket

Model No.: Polygon Banneton Poofing Basket, Oval Banneton Proofing Basket

Baguette Banneton Proofing Basket, Round Banneton Proofing Basket
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Item No. : NM28SBT Report No.: E28.190.909.001.SBT Report Date: Sept. 09, 2019

Applicant: Sichuan Besda Technology Co., Ltd

Addiess: No.308, 3th Floor, Building 7, High-tech Industry Park IEO, Shigiaopu Road,

High-Tech Zone, Mianyang

Manufacturer: = Beichuan QiangJia Technology Co., Ltd

Address: Room 2-2, 2th Floor, E-comm Beichuan, Mianyang, China

The following sample(s) was/were submitted and identified on behalf of the clients as:

Sample Name: Bread Banneton Proofing Cane Basket

Model No.: Polygon Banneton Poofing Baéket, Oval Banneton Proofing Basket |
~ Baguette Banneton Proofing Basket, Round Banneton Proofing Basket

Test Model: Round Banneton Proofing Basket

Country of Origin: CHINA

Sample Material: Indonesia Rattan Cane

Sample Received Date: = 2019-09-02

Test Period: 2019-09-02 to 2019-09-09
Test Method: With reference to FDA 21 CFR 178.3800 Preservatives for wood.
Test Requested: Conclusion

For material which contact with foodstuff, selected tests were performed for

PA
compliant with the regulations US Food and Drug Administration (FDA). SS

Test Results: Please refer to next page(s).

Name and address of the testing laboratory :
TUV-Laboratory (China) Service of Testing Co., Ltd
3F, E Block, Huaide Building, Fuyong, Bao’an Dist, Shenzhen

The device described above is tested by TUV-Laboratory (China) Service of Testing. The test results
are contained in this test report. TUV-Laboratory (China) Service of Testing is assumed of full

responsibility for the accuracy and completeness of these tests.

This report applies to above tested sample only and shall not be reproduced in part without written
approval of TUV-Laboratory (China) Service of Testing.

This technical report may only be quoted in full. Any use for advertising purposes must be granted in writing. This report is
the result of a single examination of the object in question and is not generally applicable evaluation of the quality of other
products in regular production.

TUV-Laboratory (China) Service of Testing Co., Ltd. Website: www.tuv-lab.com Tel: 4008-553-663
3F, E Block, Huaide Building, Fuyong, Bao'an Dist, Shenzhen E-mial: report@tuv-lab.com Fax: 0755-3295 7866
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Item No. : NM28SBT Report No.: E28.190.909.001.SBT Report Date: Sept. 09, 2019

1. Tested subject description
1.1. Sample ID: 01
1.2. ltem(s) Name: Round Banneton Proofing Basket

1.3. Tested Material Description (claimed by the client): Indonesia Rattan Cane

2. Test Result(s)

Pentachlorophenol (PCP) content test

Test Item(s) Unit Permissible Limit | Result (01)

Pentachlorophenol (PCP) mga/kg 50 <1

Conclusion PASS
Note:

1. mg/kg = ppm = 0.0001%
2. < = Less than

- Sample photo(s): ..
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*** END OF REPORT ***

This technical report may only be quoted in full. Any use for advertising purposes must be granted in writing. This report is

the result of a single examination of the object in question and is not generally applicable evaluation of the quality of other
products in regular production.

TUV-Laboratory (China) Service of Testing Co., Ltd. Website: www.tuv-lab.com Tel: 4008-553-663
3F, E Block, Huaide Building, Fuyong, Bao'an Dist, Shenzhen E-mial: report@tuv-lab.com Fax: 0755-3295 7866
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